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Film parameters 
ITOITO膜厚膜厚膜厚膜厚膜厚膜厚膜厚膜厚 面電阻面電阻面電阻面電阻面電阻面電阻面電阻面電阻 電阻率電阻率電阻率電阻率電阻率電阻率電阻率電阻率

700Å700Å 2525ΩΩ//□□ 1.752E1.752E--0.4 0.4 ΩΩ--cmcm

300Å300Å 60 60 ΩΩ//□□ 1.800E1.800E--0.4 0.4 ΩΩ--cmcm

MaterialMaterial Refractive  IndexRefractive  Index Extinction  CoefficientExtinction  Coefficient

GlassGlass 1.51851.5185 0.000000.00000
Nb2O5Nb2O5 2.34002.3400 0.000000.00000
SiO2SiO2 1.48001.4800 0.000000.00000

ITO(190ITO(190℃℃)) 1.80201.8020 0.008620.00862
@@λλ=550nm=550nm
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Glass 0.7mm
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Air
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RMI=12.2% RMO=12.6%
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T(%)- No Index Match ITO(300Å)
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Air
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RMI=10.2% RMO=10.6%
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